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ABSTRACT 

The application of energetic polymers has resulted in an increased thrust in micro laser plasma thrusters compared to 

standard polymers. In this study we tested a novel concept for micro laser plasma thrusters, i.e. the application of liquid 

polymeric fuels, by using polymer solutions of the energetic materials with different viscosity. Shadowgraphy 

experiments suggest that for higher viscosity solutions ablation without splashing is possible, indicating that liquids are 

applicable as fuels in laser plasma thrusters. First thrust measurements on a viscous polymer solution confirmed this by 

yielding a specific impulse similar to a solid material. 
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1. INTRODUCTION 

Micro-satellites for space applications allow to perform new tasks at reduced cost compared to conventional satellites (> 

100 kg). Due to their low mass, these satellites have special issues regarding the propulsion system. The main 

requirements are a high specific impulse and a precise control of the thrust intensity, which are not fulfilled by 

conventional rocket thrusters. Therefore, there is a need to design novel systems for space micro-propulsion. One 

suitable technology for this purpose is the laser plasma thruster, where the impulse is provided by the laser ablation of a 

target
[1-6]

. An infrared diode laser is focused onto a transparent ribbon coated with an energetic material, which is ablated 

by the laser pulse. The so-created plasma provides the thrust to propel the satellite along one axis. After each pulse, the 

ribbon is moved forward like in an audio tape. Energetic polymers are ideal target materials, because of their high energy 

density and low thermal conductivity, yielding precise ablation.
[7-10]

 Among them, the glycidyl azide polymer (GAP) 

doped with an infrared absorber (carbon nanoparticles) is an excellent candidate for this purpose, with specific impulses 

up to 550 s and an efficiency of up to 360% 
[11, 12]

. The main disadvantage of this design is the use of a tape as fuel 

dispenser, which limits the mass of fuel on board the satellite. The alternative is to use liquid fuels, stored in a tank, with 

a good energy density and dispensed according to the needs. A solution of polymer is pumped through a nozzle, where it 

forms the target. After laser ablation, the target droplet is renewed by pumping again. Obviously, the solution have to be 

liquid enough to be pumped easily. On the other hand, previous work has shown that the ablation of liquid targets yields 

very low specific impulse
[13]

, e.g. of 19.3 s for water doped with a carbon ink
[14]

. This is essentially due to the splashing 

of the liquid, which drives out the laser energy into droplet formation instead of high-velocity plasma acceleration. 

Moreover, splashing materials would contaminate the laser optics and compromise the reliability of the system. 

Therefore, it is essential to to find appropriate conditions under which the solution does not exhibit splashing if one want 

to use liquid as fuel for laser plasma thrusters. In the present work, we investigated four liquid solutions of GAP 

(including one without polymer) plus a solid GAP target by shadowgraphy to test if liquid polymer solutions are 

applicable and even superior in micro laser plasma thrusters. Shadowgraphy was used to test whether a fuel composition 

could be identified that would behave similar to solid GAP upon ablation, i.e. whether splashing can be avoided. 

2. RESULTS AND DISCUSSION 

2.1 Experimental 

Four liquid solutions (including one of without GAP, shown in Scheme 1 below) plus a solid target were investigated by 

shadowgraphy to test whether “liquid” polymer solutions are applicable and even superior in micro laser plasma 
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thrusters. Shadowgraphy was used to test whether a concentration could be identified that would behave similar to solid 

GAP, i.e. whether splashing - which would strongly reduce the performance of the polymer as fuel and contaminate the 

laser optics- can be avoided. 
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Scheme 1:  Chemical structures of GAP and the applied solvent (ethylacetate) 

 

As solvent ethyl acetate (EA, included in Scheme 1) was used, while for the absorber carbon nanoparticles (C) were 

applied. The following samples were prepared, which are summarized in Table 1 below) 

 
Table 1: Composition of the  samples analyzed by shadowgraphy. 

Sample GAP content [wt%] C content [wt%] EA content [wt%] 

Solvent 0% 1% 99% 

28% GAP 28% 1% 71% 

50% GAP 50% 1% 49% 

70% GAP 70% 1% 29% 

Solid GAP 99% 1% 0% 

The liquid samples were placed on a PTFE slide and irradiated by 6 ns pulses at 1064 nm from a Nd:YAG laser (pump 

laser). The spot size was a circle of 300 m diameter. The illumination was obtained by a fluorescent dye pumped with 

30 ns pulses at 308 nm from a XeCl excimer laser (probe laser). A camera with a zoom objective was used to image the 

process. The experimental setup is shown in Figure 1. 

Figure 1: Overview of the experimental setup for shadowgraphy of liquid samples 
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2.2 Shadowgraphy 

Shadowgraphy was applied as experimental technique as it shows directly whether splashing is observed but also 

whether a solution behaves similar to solid GAP which is up to now the “best” solid fuel for laser micro plasma 

thruster
[12]

 with an efficiency of up to 360%. 

 

2.2.1. Solid GAP 

Solid Gap has been analyzed to allow a direct comparison between the viscous polymers and the solid material. The 

ablation of solid GAP+C targets produces a shockwave (visible at 1 and 2 s in Figure 2.) and particles are ejected (at 

higher fluences, i.e. used for “plasma” conditions, particles cannot be observed because the plasma is too bright). 

 

   

 

  

Figure 2: Sequence of pictures taken for solid GAP with 1% C particles at 3.2 J/cm
2
. 

A performance similar to this behavior would be the benchmark for the “liquid” polymers to allow an application as 

liquid fuel. 

 

2.2.2 Ethyl acetate (solvent with carbon) 

The ablation of a liquid target (pure solvent with carbon) yields a different behavior than observed for the solid GAP 

samples. A cloud of droplets is ejected first, but after several microseconds the liquid surface begins to collapse and jet 

of liquid is produced (see Figure 3). This behavior can be described as splashing. The splashing is observed for time 

scales longer than 200 s. This splashing is of course detrimental for the application in a laser plasma thruster, because 

the splashing liquid would contaminate the optics and because energy from the decomposition of the energetic fuel 

would be lost which would lower the efficiency of the complete system. 

0 s 1 s 2 s 

3 s 
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Figure 3: Sequence of pictures taken for ethyl acetate (solvent) with 0.7% C particles at 2.8 J/cm
2
. 

 

2.2.3 Non-splashing behavior of GAP solutions 

It is therefore important to identify parameter (laser and material composition) for which splashing can be avoided. 

Detailed shadowgraphy experiments reveal two possible behaviors during the ablation of liquid GAP solutions. One 

observed behavior is shown in the Figure 4. 

0 s 1 s 2 s 

5 s 10 s 30 s 

50 s 110 s 210 s 
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Figure 4: Sequence of pictures taken for the 70% GAP solution at 2.2 J/cm
2
. 

 

Within 5 s, the material is ablated and particles are ejected. Remaining particles or droplets are still ejected until 10 to 

20 s after the laser pulse. After this time, the ablation process is finished. This process is comparable to the ablation of 

solid targets, although the solid particles are faster than in the case of solid GAP, i.e. they overtake the shock wave after 

1-2 s, which is not observed for solid GAP and the particle/droplet ejection is observed on a longer time scale. 

 

2.2.4 Splashing behavior of GAP solutions 

The other observed process is the removal of liquid material by splashing. Figure 5 shows the evolution of the sample 

and area above the sample during splashing. 

2 s 0 s 1 s 

5 s 10 s 20 s 

50 s 100 s 200 s 
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